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Client Name: CONG TY CO PHAN CONG THUONG DONG PHUONG

Client Address: KHU PHO TRANG LIET, PHUONG DONG NGUYEN, TINH BAC NNH, VIET NAM.

This report is duplicated from report No. HAPEE26000144901 date March 16, 2026 with different client’s
information.

Sample Name: Please refer to next page(s).

The above sample(s) and information were provided by the client.

SGS No.: HAP26-0001592

Sample Receiving Date: Mar 05, 2026

Testing Period: Mar 05, 2026 ~ Mar 16, 2026

Test Requested: Select test(s) as requested by the client.

Test Method(s): Please refer to next page(s).

Test Result(s): Please refer to next page(s).
Test Requirement Conclusion
Chemical composition test See Results

Signed for and on behalf of SGS Vietnam LTD

Thay méat N

_SGS s

Nguyen Dao Duy Khanh
Central Chemical Laboratory and Connectivity EET Manager
Approved Signatory
Your feedback helps us moving. Please click and rate us here:
https://forms.office.com/e/44 Xava3YkX
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Document.aspsx.
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Sample Name:

TEN / MA SAN PHAM MA VAT LIEU

DONG THANH CAIl / COPPER BUSBAR Cuw

NO NAME SIZE (MM)

1 COPPER BUSBAR 2X7.5

2x8

2x10

2x12

2x15

2x20

2x25

3x7

3x10

3x12

3x15

3x16

3x20

3x25

3x30

3x35

3x40

3x45

3x50

3x60

4x15

4x20
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NO NAME SIZE (MM)

1 COPPER BUSBAR 4x25

4x30

4x35

4x40

4x50

4x60

5x15

5x20

5x25

5x30

5x35

5x40

5x50

5x60
5x63

5x65

5x80

5x100

5x120

5x125

6x12

6x20

6x25

6x30

6x35

6x40

6x50

6x60
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NO NAME SIZE (MM)
1 COPPER BUSBAR 6x80
6x100
6x110
6x160
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Test Result(s):

Test Part Description :
SN ID Sample No. SGS Sample ID Description
SNA1 A1 HAP26-0001449-0001.C001 COPPERY METAL

Chemical composition test

Test Method: EN 15079 : 2015

Characteristic
Unit Test result
Chemical composition
s Lead content (Pb) % 0.0016
¢ Tin content (Sn) % <0.0002
¢ Nickel content (Ni) % <0.0002
e Tellurium content (Te) % 0.0011
e Arsenic content (As) % 0.0012
« Antimony content (Sb) % 0.004
« Silver content (Ag) % 0.003
¢ Sulfur content (S) % 0.0019
¢ Selenium content (Se) % 0.0011
« Copper content (Cu) % 99.986
Note:

(*) The test was accredited ISO 17025:2017 by VILAS.

ILAC: International Laboratory Accreditation.

MRA: Mutual Recognition Arrangement.

ILAC-MRA -VILAS: VILAS is the full member and signatory of Mutual Recognition Arrangement with
International Laboratory Accreditation.

Remark:  This / these test(s) was / were performed by SGS Vietnam's Construction Material lab.

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.
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Sample photos:
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SGS authenticate the photo on original report only
*** End of Report ***
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